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Schedule of Accreditation 
issued by 

United Kingdom Accreditation Service 

21 - 47 High Street, Feltham, Middlesex, TW13 4UN, UK 
 

 
Oceaneering Inspection  

 
Issue No: 026      Issue date: 03 November 2008 

 

 

 
0025 

 
Accredited to 

ISO/IEC 17025:2005 

(A Division of Oceaneering 
International Services Limited) 

Unit 5, Castell Close 

Swansea Enterprise Park 

Llansamlet,  Swansea 

West Glamorgan 

Wales 

SA7 9FH 

Contact: Mr J Staff 

Tel: +44 (0)1792-700177 

Fax: +44 (0)1792-202261 

E-Mail: jstaff@oceaneering.com 

Website: www.oceaneering.com 

 

Testing performed at the above address only 
 

DETAIL OF ACCREDITATION 
 

 
Materials/Products tested 

 
Type of test/Properties 

measured/Range of measurement 

 
Standard specifications/ 

Equipment/Techniques used 
   
Ferrous and Non-Ferrous 
Metals, Alloys and Metal Products, 
Weldments 

Mechanical Tests 
 
Tensile at ambient temperature 
(Loads up to 600 kN) UTS, 
Elongation and Reduction in Area 
only 

 
 
BS EN 10002-1:2001 
 

   
 Bend BS EN ISO 7438:2005 
   
 Impact: Charpy V-notch 

               (77 °K to ambient) 
BS EN  10045-1:1990 
 

   
 Vickers Hardness BS EN ISO 6507-1:1998 

(Withdrawn) 
   
Weldments, Steels and  
Aluminium Alloys 

Mechanical and Metallurgical Tests  

 Tests designated in specified 
welding codes, excluding non-
destructive testing - as detailed 
below 
 
Bend, Fracture, Hardness, Impact, 
Tensile, Visual-examination, Macro-
examination, Micro-examination 
(Excluding NDT) 

BS EN 287:Part 1:2004 
BS EN ISO 9606-2:2004 
BS EN ISO 15614-2:2005 
BS EN 288:Part 9:1999 
BS EN 875:1995 
BS EN 895:1995 
BS EN 910:1996 
BS EN 970:1997 
BS EN 1043-1:1996 
BS EN 1320:1997 
BS EN 1321:1997 
BS 4515:Part 1: 2004 
BS 4870:Part 3:1985 (Withdrawn) 
BS 4871:Part 3:1985 

   
   
   



 

Schedule of Accreditation 
issued by 

United Kingdom Accreditation Service 
21 -  47  H igh  S t ree t ,  Fe l tham,  M idd lesex ,  TW13 4UN,  UK 

 
0025 

Accredited to 
ISO/IEC 17025:2005 

Oceaneering Inspection  
 

Issue No: 026     Issue date: 3 November 2008 

Testing performed at main address only 

 

 
 

Assessment Manager: CB3  (0025Testing Single_026)  Page 2 of 2 

 
Materials/Products tested 

 
Type of test/Properties 

measured/Range of measurement 

 
Standard specifications/ 

Equipment/Techniques used 
   
Weldments, Steels and  
Aluminium Alloys (cont’d) 

Mechanical and Metallurgical Tests 
(cont’d) 
 

 

 
 

Tests designated in specified 
welding codes, excluding non-
destructive testing - as detailed 
below 
 
Bend, Fracture, Hardness, Impact, 
Tensile, Visual-examination, Macro-
examination, Micro-examination 
(Excluding NDT) 

 
BS 4872:Part 1:1982(1995) 
BS 4872:Part 2:1976(1995) 
BS EN ISO 15614-1:2004 
PD 5500:2003 
T/SP/P2 
BGC:PS:P9:1996 
API 1104:1999 
ASME B31-1:2001 
ASME B31-3:2002 
ASME IX 2004 

   
 

END 

 


