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Schedule of Accreditation
issued by

United Kingdom Accreditation Service
21 - 47 High Street, Feltham, Middlesex, TW13 4UN, UK

TFT (Ilkley) Ltd

Issue No: 016 Issue date: 06 November 2010

1801

Accredited to
ISO/IEC 17025:2005

The Sidings Business Park

Skipton

North Yorkshire

BD23 1TB

Contact: Mr Jamey Firth

Tel: +44 (0)1756 792525

Fax: +44 (0)1756 792525

E-Mail: Jamey@tft-test.co.uk

Website: www.testingfortextiles.co.uk

Testing performed at the above address only

DETAIL OF ACCREDITATION

Materials/Products tested Type of test/Properties
measured/Range of measurement

Standard specifications/
Equipment/Techniques used

FURNITURE and FURNISHINGS Fire Testing

UPHOLSTERY FABRICS Assessment of Ignitability

Cigarette test BS 5852:2006
BS 5852:Part 1:1979
BS 5852:1990
BS EN 1021-1:2006
BS EN 1021-1:1994
IMO Resolutions A652(16) 1993

Butane flame BS 5852:2006
BS 5852:Part 1:1979
BS 5852:1990
BS EN 1021-2:2006
BS EN 1021-2:1994
IMO Resolutions A652(16) 1993

Crib (Sources 4,5,6 and 7) BS 5852:2006
BS 5852:Part 2:1982
BS 5852:1990
BS 7176:1995

FOAM:

Slab or Cushion CMHR Crib (Source 5) BS 5852:Part 2:1982

Crumb or Shred CMHR Flame (Source 2) BS 5852:Part 2:1982

Non-Foam Fillings Flame (Source 2) BS 5852:Part 2:1982
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Materials/Products tested Type of test/Properties
measured/Range of measurement

Standard specifications/
Equipment/Techniques used

FURNITURE and FURNISHINGS
(cont’d)

Fire Testing (cont’d)

MATTRESSES, DIVANS and BED
BASES

Assessment of Ignitability

Cigarette test BS 6807:2006
BS 6807:1996, Section 2
BS 6807:1990, Sections 2 and 4

Butane flame BS 6807:1986, Sections 2 and 4
BS EN 597-1:1995

Crib (Sources 4, 5, 6 and 7) BS EN 597-2:1995
BS 7177:1996

BEDCOVERS and PILLOWS Assessment of Ignitability BS EN ISO 12952-1, -2, -3, -4:1998
BS 7175:1989
IMO Resolution A, 688(17) 1993

TEXTILE FABRICS and
ASSEMBLIES

Cleansing and Wetting procedures
for use in the assessment of the
effect of cleansing and wetting on
flammability

BS 5651:1979, Clause 4
BS 5651:1989, Clause 3

FURNITURE and FURNISHINGS Fire testing, as detailed above, for
the purposes of the Furniture and
Furnishings (Fire) (Safety)
Regulations

SI 1324:1988
SI 2358:1989 (Amd)

NIGHTWARE AND FIRE The Nightwear (Safety) Regulations SI 1985/N02043:1985

BLANKETS FOR USE IN THE
PUBLIC SECTOR

Flammability Performance BS 5866:Part 4:1991
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Materials/Products tested Type of test/Properties
measured/Range of measurement

Standard specifications/
Equipment/Techniques used

FURNITURE and FURNISHINGS
(cont’d)

Fire Testing (cont’d)

TEXTILE FABRICS: Flammability BS 5438:1976
BS 5438:1989
BS EN 532:1995
ISO 6940:1984
ISO 6941:1984
IMO Resolution A471(XII) 1993

CURTAINS, DRAPES and
WINDOW BLINDS

Flammability BS 5867:Part 2:1980(1993)
(for Test 2 BS 5438)
BS EN 1101:1996
BS EN 1102:1996
BS 5867:2008

Protective Clothing Protection against heat and flame -
Limited flame spread

BS ISO 15025:2000 (withdrawn)

Aircraft Interiors Flammability CAA 8:Issue 2:1973 (withdrawn)
JAR 25.853A, Appendix F
FAR 25.853A, Appendix F
FAR/EASA CS25.853, Appendix
F:Pt-1, Vertical flame test only:
2006

Interior Materials for Road Vehicles,
etc

Flammability BSAU 169a:1992
ISO 3795:1989

Marquees and Similar Textile
Structures

Flammability performance BS 7837:1996

TEXTILE FABRICS Physical Testing

Abrasion resistance ISO 12947 1-4:1999 (except stretch
fabrics)
BS 5690:1991 (withdrawn as mod
by BS 2543:1995 (withdrawn)

Abrasion colour change BS 5690 (1991) (withdrawn)
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Materials/Products tested Type of test/Properties
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Equipment/Techniques used

TEXTILE FABRICS (cont’d) Physical Testing (cont’d)

Mass/unit area BS 12127:1998
BS 2471:1991 (withdrawn)

Seam slippage - fixed load BS EN ISO 13936-2:2004

Seam slippage - fixed opening BS EN ISO 13936-1:2004
BS 3320:1988 (withdrawn)

Tear strength - tongue BS EN ISO 13937-4 (2000)

Tear strength - wing rip BS EN ISO 13937-3 (2000)

Tear strength - upholstery BS 4303:1968 (withdrawn)

Tensile strength - grab BS EN ISO 13934-2 (1999)

Tensile strength - strip BS EN ISO 13934-1 (1999)

Domestic washing: cleansing ISO 6330:2000 (Type A only)

Water soak: durability
pre-treatments

BS 5651:1978
BS 5651:1989
EN ISO 1021:Annex D: 1994

Wash care claim BS 5651:1978
BS 5651:1989

Wash care claim (NHS) BS 5651:1978
BS 5651:1989

Commercial laundering ISO 10528:1995
(Type A only)

Domestic laundering ISO 12138:1996

Dimensional changes induced by
cold water immersion

BS 4736:1985
ISO:7771:1985

Dimensional change in washing and
drying

BS 25077:1994
BS EN ISO 6330:2001

Preparation, marking and
measuring of fabric specimens and
garments in tests for determination
of dimensional change

BS EN ISO 3759:1995
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TEXTILE FABRICS (cont’d) Physical Testing (cont’d)

Colour Fastness to:

Light BS EN ISO 105-B02:1999
BS EN 20105-B02:1993
(withdrawn)
BS 1006-B02:1985 (withdrawn)

Perspiration BS EN ISO 105-E04:2009
BS EN ISO 105-E04:1996
(withdrawn)
BS 1006:1990 (withdrawn)

Rubbing - wet/dry BS EN ISO 105-X12:2002

Washing BS EN ISO 105-C06:1997
BS EN 20105-C06:1993
BS 1006 (withdrawn)

Water BS EN ISO 105-E01:1996
BS 1006:1990 (withdrawn)

END


